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Shandong Solid Solder Co., Ltd Quality Certificate
EN 10204 3.1

User : Delton-Pipe Kft

Brand No.: SG2 Cert N0.:QB1420054908
Chemical Composition(%) Deposited Metal X-ray
. . Bend Test
Size | Weight . . o~ | Inspect
LotNo. | ton AWS C Si Mn P S Cr Ni V. [ Mo | Cu [ Rm Rp0.2 A | AKv(-30°C)
Requirement| 6.0 15/0.80-1.15[1.40-1.85/<0.025<0.035 <0.5 <0.5 |>480(>400| =22 p27 (-30°C)
1% a8
1939836 0.8 | 16.8 | TestResult | 0.070 | 0.880 | 1.490 [0.012 |0.009 |0.015| 0.007 |0.001 |0.001{0.120 | 547 [456| 29 |95|93| 97 o
Class 1 | Qualified
1% a8
1939836 1.0 | 344 | TestResult | 0.070 | 0.880 | 1.490 [0.012 |0.009 |0.015| 0.007 |0.001 |0.001{0.120 | 547 [456| 29 |95|93| 97 -
Class 1 | Qualified

4.This delivery quantity is 51.2 ton

5.The certificate without QC stamp is not valid

1.Application standard : AWS A5.18 & GB/T 8110-2008

2.Company approved by ISO9001 : 2008/1SO14001 : 2004/OHSAS18001 : 2007 quality system certificate

3.If there're any quality problems, please propose within 10 days after receipt, and note the delivery date.

Date : 2020/06/11

[E#&R (Inspector) : 08 Add: No.2,Shilong Road,Shiheng Town,Feicheng City,Shandong

Tel & Fax: 86-532-67761539

QUALITY ASSURANCE DEPARTMENT



